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DETERMINING THE REDUCTION OF TRANSMITTED IMPACT NOISE BY FLOOR COVERINGS /\’f'\\
ACCORDING TO ISO 10140-3:2010 RINN
TESTING
principal: Unifloor Underlay Systems B B RvA | 334
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frequency [Hz]
26 23 58 17.8 37,7 523 64,8
1/3o0ct. 24 25 7.2 22,9 42,0 56,7 64,5 dB
26 37 12,5 31,8 48,2 60,5 62,3
1/1oct. 2,5 2,8 7 21,3 40,8 55,3 63,7 dB
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